Report Date :  7/21/2016

Material Testing Result

CONCRETE
CSAND CONCRETE SAND
Sample 1D : AGG16-109 Plant :
Sample Date : 7120120186 Customer .
Sample By . MICHAEL WARD Attention :
Supplier : STANDARD CONSTRUCTION Project
Supplier Source STANDARD CONSTRUCTION-B Specification : MDOT FINE
Supplier Reference No :
Grading
Sieve Mass Cumulative % % Passing Specification % Pass
(mm) Retained Mass Retained Min Max
3/8" 0 0 0 100 97 100
No. 4 17.5 17.5 3 97 92 100
No. 8 236 411 7 93 5 100
No. 16 345 75.6 12 88 45 90
No. 30 152 227.6 36 64 25 70
No. 50 3222 549.8 88 12 3 35
No. 100 74 623.8 99 1 0 10
Initial Sample Mass 0g Percentage Fines % Absorption 1.16 %
Mass Retained on #200 : .
After Wast‘ilng " 0g Fineness Modulus 2.44 Agg Moisture %
Mass in Pan .. R.04g Bulk Specific Gravity 2.61
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